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SOCIEDAD IMPORTADORA MARITEX SPA
AVENIDA EL SALTO 1979,RECOLETA,SANTIAGO,CHILE

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Woven fabric (70D*160D 240T 100%Nylon 0.15mm*0.15mm Ripstop Taslon 

with TPU Milky Membrane)

Buyer : SOCIEDAD IMPORTADORA MARITEX SPA
Brand : MARITEX
Sample Color : (A)ROYAL BLUE
Composition : (A)100% Nylon
Fabric Width : (A)148CM
Fabric Weight : (A)140g
Style No. : 93
Order No. : #1326
Season : WINTER
Supplier : FUZHOU CHANGSHENG GARMENTS CO.,LTD
Origin : China
Destination : Chile

Proposed Care Instruction : Maximum washing termperature 30 degree,normal process. Do not bleach Do 
not dry clean Iron on low heat

Sample Receiving Date : Apr 20, 2026
Testing Period : Apr 20, 2026 - Apr 23, 2026
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Signed for and on behalf of
 

SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd
 

     
    

    
     

Jojo Cai (Authorized Signatory)
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Test Result

Water Vapour Transmission*

(ASTM E96-95;Test Condition: Procedure BW - Inverted Water Method at 73.4°F (23°C) & 50±2% RH; 
Orientation: Back Side Facing To Water)

As Received
- Unit A

Water Vapour Transmission g/24h/m² 6982

* This test was carried out by SGS-CSTC Standards Technical Services (Changzhou) Co., Ltd

Sample Photo

***End of Report***


