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MARITEX SPA 

 

 EL SALTO #1979-RECOLETA, SANTIAGO,CHILE  

 
 THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SL62306273437401TX DATE: 2023-05-06 ISSUED 
BY SGS (Hangzhou), ORIGINAL REPORT WILL BE INVALID FROM TODAY.                                   
UPDATED SAMPLE INFORMATION. 
 

 

 The following sample(s) was/were submitted and identified on behalf of the client as:  

 Sample Description : (A)Knitted socks (For Wearing)  

 
 Color : (A)Black, Golden and Red  

 Fiber Content : (A)Copper-nylon fibre  

 End Use : (A)Wearing  

 Order No. : TICSL230425162429LNCF  

 Manufacturer : Maritex SpA  

 
 Sample Receiving Date : Apr 27, 2023  

 Testing Period : Apr 27, 2023 - May 06, 2023  

     
 Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s). 
 

 
 Test Performed : Selected test(s) as requested by applicant   

 
 
 Conclusion A Remark 

Total Content of Elements See Results  
 

 

 

 
 
Signed for and on behalf of   
SGS-CSTC Standards Technical Services Co., Ltd. Hangzhou Branch   

          
        

        
          
jack-yl_zhang(Account Executive)     
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 COMPONENT LIST / List of Materials  
        

 Sample 
No. 

Component 
No. 

Description Material Color Remark 
 

 
A 1 Body fabric of heel and tiptoe Synthetic Fibers 

Brown/blac
k 

 
 

 
Test Result 
  

Total Content of Elements 

 

Test Method: With reference to US EPA Method 3052:1996, analysis was performed by ICP-OES. 

 

 Test Item(s) 1 

Copper (Cu) 244 mg/kg  

 

Notes :    Requirement:- 

 Reporting Limit = 5 mg/kg 

 ND = Not Detected(< RL) 

 Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for  

 Simple Acceptance Rule (w =0) stated in ILAC-G8:09/2019. 

 

  

 Sample Photo  
  

 

  

 
The statement of conformity in this test report is only based on measured values by the laboratory and does not 
take their uncertainties into consideration. 
 

***End of Report*** 
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