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Sample Description

Sample Quantity

-Information Provided by Applicant
Style Name
Colour

Basis of Judgment: N/A

Test(s) Performed

:One piece of blue jacquard knitted fabric
:50cm* Full width

. Jacquard polar fleece
. Blue

- Selected test(s) as requested by applicants. For details, refer to attached page(s).

- Sample Receiving Date

LA TN T RIT X BEFHTTT 8 1018 5 Postcode: 215228 Tel: +86 512 63081315/63081937

Add.: No.1018, West Ring 2nd Road, Shengze, Wujiang District, Suzhou, Jiangsu, China E-mail: suzhoutesting@fabricschina.com.cn
Note: 1. The institution is responsible for all the information in the test report, except for the information provided by applicant. 2. The institution completes the test
according to applicant’s request, and the test results are only applicable to the samples as received. 3. The test report should not be duplicated partly, unless in full
version. The report is invalid without authorized stamp. 4. Any dispute should be submitted to the institution within 15 days from the date of issuance of the report.
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1. Pilling Resistance
Test method: EN 1SO 12945-1:2020

== Test Result ==

Pilling box method: Unit: <grade>

Test Result
After 10800 revolutions test

-Fuzzing 4
-Pilling 4
-Matting 4

Requirement

Judgment

1. "--"denoted no requirement or no judgment is applicable to the test items.

2. The test results and the conformity judgment of this report have not taken the uncertainty of the ;(vices

Note: .
test results into account.

3. The results in this test report originate from the test report ZFLJ0857422.

TLFRE 751 T R K AR T 8% 1018 5
Add.: No.1018, West Ring 2nd Road, Shengze, Wujiang District, Suzhou, Jiangsu, China

Postcode: 215228 Tel: +86 512 63081315/63081937
E-mail: suzhoutesting@fabricschina.com.cn

Note: 1. The institution is responsible for all the infarmation in the test report, except for the information provided by applicant. 2. The institution completes the test
according to applicant’s request, and the test results are only applicable to the samples as received. 3. The test report should not be duplicated partly, unless in full
version. The report is invalid without authorized stamp. 4. Any dispute should be submitted to the institution within 15 days from the date of issuance of the report.
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Sample photos or stickers

Tel: +86 512 63081315/63081937
E-mail: suzhoutesting@fabricschina.com.cn

Postcode: 215228

Add.: No.1018, West Ring 2nd Road, Shengze, Wujiang District, Suzhou, Jiangsu, China
Note: 1. The institution is responsible for all the information in the test report, except for the information provided by applicant. 2. The institution completes the test
according to applicant’s request, and the test results are only applicable to the samples as received. 3. The test report should not be duplicated partly, unless in fuil

version. The report is invalid without authorized stamp. 4. Any dispute should be submitted to the institution within 15 days from the date of issuance of the report.
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