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SOCIEDAD IMPORTADORA MARITEX LTDA
EI SALTO #1979, RECOLETA, SANTIAGO, CHILE

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A-B) KNITTED FABRIC

Buyer : MARITEX
Brand : NOLK
Sample Color : (A)indigo blue;(B)indigo olive green
Retest : No

Proposed Care Instruction :

Sample Receiving Date : Jan 22, 2026
Testing Period : Jan 28, 2026 - Feb 02, 2026
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Signed for and on behalf of
 

SGS-CSTC Standards Technical Services (Ningbo) Co., Ltd.
 

     
    

    
     

Rita Chen (Account Executive)
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Test Result

Dimensional Stability To Washing

(AATCC TM135-2018t;Option 1, Machine wash at (80±5)°F with 1.8 kg total loading (Type 1 ballast + specimen) 
and 66±1g of 1993 AATCC Standard Reference Detergent, Normal cycle, Line Dry, Cool Iron)

After 3 Washes
- Unit A B Requirement

Lengthwise % -3.9 -4.5 -
Widthwise % -4.1 -0.9 -

Remark: (+)Means Growth; (-)Means Shrinkage

Fabric Propensity to Surface Pilling, Fuzzing or Matting: Pilling Box Method

(ISO 12945-1:2020;Testing in ICI Pilling Tester.)

As Received

10800 Revolutions (3 Hours)
- Unit A B Requirement

Pilling Rating - 4-5 4-5 -
Fuzzing Rating - 4-5 4-5 -
Matting Rating - N/A N/A -

5000 Revolutions
- Unit A B Requirement

Pilling Rating - 4-5 4-5 -
Fuzzing Rating - 4-5 4-5 -
Matting Rating - N/A N/A -

Remarks: 
Grade    Pilling  Description
    5        No change
    4        Partially formed pills
    3        Moderate pilling — pills of varying size and density partially covering the specimen surface
    2        Distinct pilling — pills of varying size and density covering a large proportion of the specimen surface
    1        Severe pilling — pills of varying size and density covering the whole of the specimen surface

Grade    Fuzzing  Description
   5         No change
   4         Slight surface fuzzing
   3         Moderate surface fuzzing
   2         Distinct surface fuzzing
   1         Dense surface fuzzing 

Grade    Matting  Description
   5         No change
   4         Slight surface matting
   3         Moderate surface matting
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   2         Distinct surface matting
   1         Dense surface matting
 
N/A = Not Applicable

Sample Photo

***End of Report***
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